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Figure A2. Maskelynite in Shiºr 161.
a) Maskelynite (m), fractured pyroxene (px), and olivine (ol) 
assemblage, plane polarized light image; b) cross polarized light  
image of the same clast as in (a) shows isotropic property of the 
diaplectic plagioclase glass; c) rotated BSE image of the same 
grain, note characteristic smooth surface of the glass.
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