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Sun et al.: Pleochroism and color change in synthetic alexandrite

Captions for Supplementary Animations

Open *.gif files in a web browser to view animation.

SA1: Animation showing change in chroma maps under incandescent illumination (A illuminant)
from 1 to 25mm.

SA2: Animation showing change in chroma maps under daylight illumination (D65 illumnant)
from 1 to 25mm.

SA3: Animation showing change in hue angle difference between incandescent and daylight
illumination (A and D65 illuminants) from 1 to 25mm.

SA4: Animation showing change in quantitative color difference between incandescent and
daylight illumination (A and D65 illuminants) from 1 to 25mm.





