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YANG ET AL.: HYDROGEN DEFECTS IN CLINOPYROXENE AT HIGH TEMPERATURES
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SUPPLEMENTAL FIGURE S1. In situ polarized FTIR spectra at elevated temperatures of Augite-NS with rotating polarizer to two
mutual vertical directions.
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SUPPLEMENTAL FIGURE S2. In situ polarized FTIR spectra at elevated temperatures of Diopside-Russia with rotating polarizer to
two mutual vertical directions.



